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MAnpogopicc yia o NanoBone® | putty

NanoBone® | putty

H peydAn eowTePIKA ETTIPAVEIQ EiVAI ATTOPATCIOTIKN VIO TNV
TTPOOKOAANCN TTPWTEIVWYV Kal TNG PIOAOYIKAG AgIToupyiag
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sintered HA of bovine origin unsintered HA of bovine origin NanoBone® | putty

The internal surface area (m?/g) has been measured using mercury porosimetry and BET.

[ TTEPIOOOTEPES TTANPOYOPIES , U DICTACETE va
ETTIKOIVWVNOETE padi pag!!

B | ITEM LIST FOR NanoBone® | putty I | MANUFACTURER B | DISTRIBUTED BY
Order No. Description ARTOSS GmbH A. Maupaeidémourog A.E.
200028  NanoBone® | putty 0,5 ml Friedrich-Barnewitz-StraBe 3 Epmopia O3ovtiaTpikiy Eiduv
200029  NanoBone® | putty 1,0 ml 18119 Rostock | Germany TqwptE 12, ABriva 106 77
200030  NanoBone® | putty 2,5ml Phone: +49 (0) 381 | 54345-701

TnA.: 210 3837334
Fax: 210 3831604
mavraid@otenet.gr
www.mavraidopoulos.gr

nanobone.de

Fax: +49 (0) 381 | 54345-702
E-mail: info@nanobone.de
Web:  www.nanobone.de
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